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Figure 5. Photoluminescence emission spectra from Si nanoparticles collected at different h. 
 

distances from the reaction flame. As a consequence, sizeable quantities of Si 
nanoparticles with controllable optical properties can be prepared for a wide range of 
applications.  
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