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Magentism in thiol capped Au NPs

'�	���	"��.��Magnetic measurements
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Gold NPs stabilized by a weakly 
interacting surfactant (tetraoctyl
ammonium bromide) exhibit diamagnetic 
character (as bulk Au).

Gold NPs capped with  thiols
(strong interaction) show 
ferromagnetic-like behaviour.
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